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Colour, D-1500 1-1.5
Flash Point, COC, D-92 240 degree C
Total Metals Content (FAS 2C-21) 60-70 ppm
Ash Content , D- 482 0.30%
Viscosity, 100 degree C , D - 446 11-12 Csf|
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